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180t Sumitomo Injection Molding

Can do high speed
injection molding.

2x ASTM Molds
1x Flat plate (6x6”) Mold




50t Sumitomo Injection Molding




100t Battenfeld Co-Injection Molding

e Dual barrels for co-
injection molding

e (Caninject gas via the
gas port

e Rotating back platen

' Battenfeldp;
- HM 100/350H/350H




Sodick Plastech Micro Injection
Molding

Two stage
plastization:
extruder barrel for
melting and
plunger system for
precise shots




Morgan Plunger Injection Molding




Whittmann Material Dryer




Novatec Material Dryer
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Q-Sun Accelerated Chamber

.




Ward Jet Water Jet Cutter




Instron Mechanical Test (Fatigue) with
Environment Chamber




Instron Mechanical Test

e Tensile

* Flexural

e Compression
fixtures




Dynisco Melt Flow Indexer




2x Units of Mettler Toledo Moisture
Analyzer




Mettler Toledo Balance




Vecco Laser Profilometer

Wyko




G2 Ares Rheometer




Q20 DSC




Mitutoyo Stylus Profilometer




Taber Multi-Finger Scratch/Mar Tester

: HAND HAZARD
WATCH YOUR
FINGERS




|ZOD Impact Tester
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